
fgUnh uke English Name Formula (%) fgUnh uke English Name Formula (%)

lksfM;e vkWDlkbZM Sodium Oxide Na2O 29.1 vkWDlhtu Oxygen O 28.28

flfydkWu MkbZvkWDlkbZM Silicon Dioxide SiO2 26.91 Dyksfju Chlorine Cl 24.93

Dyksfju Chlorine Cl 24.93 lksfM;e Sodium Na 21.59

dSfY'k;e vkWDlkbZM Calcium Oxide CaO 6.65 flfydkWu Silicon Si 12.58

iksVsf'k;e vkWDlkbZM Potassium Oxide K2O 3.88 dSfY'k;e Calcium Ca 4.75

esxusf'k;e vkWDlkbZM Magnesium Oxide MgO 1.95 iksVsf'k;e Potassium K 3.22

QkWLQksjl isaVkvkWDlkbZM

Phosphorous 

Pentaoxide
P2O5 1.77 esxusf'k;e Magnesium Mg 1.18

lYQj vkWDlkbZM Sulphur Oxide SO3 1.47 yksgk Iron Fe 1.01

vk;ju vkWDlkbZM Iron Oxide Fe2O3 1.45 QkWLQksjl Phosphorous P 0.07

,Y;wfefu;e vkWDlkbZM Aluminium Oxide Al2O3 1.44 ,Y;wfefu;e Aluminium Al 0.76

Vk;Vsfu;e vkWDlkbZM Titanium Oxide TiO2 0.18 xa/kd Sulphur S 0.59

esaxfut vkWDlkbZM Manganese Oxide MnO 0.11 Vk;Vsfu;e Titanium Ti 0.11

ftad vkWDlkbZM Zinc Oxide ZnO 0.03 esaxuht Manganese Mn 0.09

LVªksafV;e vkWDlkbZM Strontium Oxide SrO 0.02 csfj;e Barium Ba 0.03

ysM vkWDlkbZM Lead Oxide PbO 0.02 ftad Zinc Zn 0.02

isysfM;e vkWDlkbZM Palladium Oxide Pd 0.02 LVªksafV;e Strontium Sr 0.02

dkWij vkWDlkbZM Copper Oxide CuO 0.01 ysM Lead Pb 0.02

czksfeu vkWDlkbZM Bromine Oxide Br 49 PPM :Fksfu;e Ruthenium Ru 93 PPM

ftjdksfu;e vkWDlkbZM Zirconium Oxide ZrO2 47 PPM rkack Copper Cu 93 PPM

czksfeu Bromine Br 49 PPM

ftjdksfu;e Zirconium Zr 35 PPM

vkWDlkbZM :i/Oxide Form rRo :i/Elemental Form

Certificate of Analysis

egf"kZ okXHkV~V xkS'kkyk ,oa iapxO; vuqla/kku dsanz

dkaphiqje] rfeyukMq

uewus dk uke/Name of Sample: xkse;knh nareatu (Gomayadi Dantmanjan)

izd`fr/Nature:  dkyss jax dk pw.kZ/Black coloured powder

fjiksVZ dh fnukad/Date of Report: 4 vDVwcj/October 2012

Mode: Vaccum
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